IRON ORE – Fe 58/57% Specifications

(Rejection below 57.00%)
· Sio2 


- 4.5%

· Al2o3


- 4.5%

· Phosphorous
 (P)
-  0.08% 

· Sulphur (S)

- 0.06% 

· Total Moisture
- 8% 

· Sizes



· -00= 10mm

-90%
· 10mm upto 10% below 150mm 35%

