SOUTH AMERICAN IRON ORE – (BRAZIL)

Fe 64.5% Specifications

(Rejection below 63.00%)

· Al2o3


- 1.4% maximum

-
Rejection above 2.00%

· Sio2 


- 2.08% maximum 

-
Rejection above 3.5%

· Phosphorus(P)
- 0.051%Maximum

-
Rejection above 0.06%

· K20


-0.02% maximum

-
Rejection above 0.06%

· CaO


-0.02% maximum


· MgO


-<0.1% maximum

· Na2O


-<0.1% maximum
· TiO2


-0.08% maximum

· Mn


-0.55% maximum

· PF (L.O.I)

-1.22% maximum

· Sulphur (S)

-0.0009% maximum

· Free moisture lost at-105 degree centigrade 8%maximum

PHYSICAL CHARACTERISTICS

· 0mm – 7.99mm
= 93% minimum

· 8mm – 14mm
=   7% maximum

